
Laminated Glass 
Manufacturing 

Raw 
Float Glass

Scored to Size

Cut to 
Size

Edges are ground for 
safety and durability

Wash Cycle

Clean Room

Dry Cycle Interlayer is added 
between two glass panes

Excess interlayer is 
trimmed away

Infrared oven used 
to soften interlayer

Nip rollers squeeze the 
glass creating a bond

Glass is loaded 
onto a cart

Glass is loaded 
onto a cart

Cart of glass is put 
into the autoclave

Glass undergoes a final trim

Each sheet of glass is thoroughly inspected Glass is packaged and shipped out


